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Spin Wave Dispersion

ZincBlende MnAs

QPscGW
m=3.95(mtotal=4.00)

ω
q
 (

m
eV

)

x
q= 2π/a * (x, x, x)

LDA
m=3.42
(mtotal=3.51)

ωq= 4/m * (j(q)-j(0))  

16x16x16
dw omegac=0.005 0.04 (a.u.)
delta =-1e-8
emax chi0 2.0 Ry


